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ABSTRACT

In this work, the processes and products involved in the generation of acid rock drainage – metal 
leaching (ARD-ML) from mine waste material (tailings) derived from the exploitation of an ore type Pb-
Zn-Ag skarn were characterized. Laboratory tests (static and kinetic) of historic and recent tailings were 
conducted along with the mineralogical characterization of solids, and chemical analyses of solids and 
leachates. Pyrite (FeS2) is the most abundant sulfi de phase, and one of the main minerals promoting ARD-
ML generation, followed by pyrrhotite (Fe1-xS) and arsenopyrite (FeAsS). Carbonates are present as calcite 
(CaCO3) and lesser amounts of ankerite [Ca(Fe,Mg)(CO3)2]. Also, smaller concentrations of quartz and 
feldspar were identifi ed. Results of the static tests (acid base accounting: ABA) indicate that both, recent 
and historic tailings, have a likely ARD-ML potential (neutralization potential, NP <1). Kinetic tests were 
performed in humidity cells to simulate the natural oxidation of primary mineral samples; the obtained 
leachates had circum-neutral pH values (4.5–7.9) and relatively low heavy metals contents. Nevertheless, 
oxidation-neutralization curves suggest that oxidation capacity in both sample types is higher than their 
neutralizing capacity, and that sulfi de oxidation is more important in historic than in recent tailings. The 
obtained information, along with statistical tests (F ratio and t-student), demonstrated that the tailings 
have a strong capacity to generate ARD-ML, and that the particular characteristics of the historic and 
recent mine waste materials created different conditions for the generation of ARD-ML.

Key words: acid rock drainage, metal leaching, neutralization potential, kinetic tests, static tests, Pb-
Zn-Ag skarn.

RESUMEN

En este trabajo se caracterizaron los procesos y productos involucrados en la generación de drenaje 
ácido de roca – lixiviación de metales (DAR-LM) de desechos mineros (jales) derivados de la explotación 
de una mineralización tipo skarn de Pb-Zn-Ag. Se realizaron pruebas de laboratorio (estáticas y cinéticas) 
en muestras de jales históricos y recientes, además de la caracterización mineralógica de los sólidos y 
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INTRODUCTION

Intense mining operations of copper, lead, and zinc 
ore deposits have existed in Mexico for several centuries. 
These operations have generated considerable amounts 
(millions of tons) of sulfi de-rich waste material, generally 
disposed as tailings impoundment. Most of the historic tail-
ings impoundments present strong evidences of weathering, 
mostly oxidation of sulfi de minerals such as pyrrhotite 
(Fe1-xS), pyrite (FeS2), and arsenopyrite (FeAsS). Mine 
tailings containing metal sulfi des could have an important 
environmental impact if control strategies imposed to pre-
vent the oxidation of sulfi de exposed to weathering condi-
tions are not established. Natural oxidation of metal sulfi des 
may generate the so-called “acid rock drainage” and “metal 
leaching” (ARD-ML). The ARD-ML is often characterized 
by high concentrations of metals and sulfates in solution, 
and by generally low pH values (pH = 2–4). Such solutions 
can potentially contaminate surface water and groundwater, 
as well as soils (Skousen, 1995; Morin and Hutt, 1997). The 
most commonly used procedures to predict ARD-ML con-
sist of both static and kinetic tests (Morin and Hutt, 1997). 
The static tests are used to evaluate the balance between 
acid producing and acid consuming (neutralizing) minerals, 
and thus to determine the potential ARD-LM generation. 
Samples identifi ed as potential ARD-ML generators ac-
cording to the static tests are submitted to kinetic tests. In 
these tests, the conditions of acidity production and metal 
dissolution in mining wastes subjected to alteration are 
simulated over long periods of time (at least for 30 weeks) 
in humidity cells. 

The objective of this work was to assess the potential 
generation of ARD-ML in recent and historic mine waste 
materials through static and kinetic tests. Wastes come 
from a fl otation processing plant for a Pb-Zn-Ag skarn ore 

characterized by high acidic and neutralizing potentials. The 
static and kinetic tests were complemented with scanning 
electron microscope (SEM) imaging in order to visualize the 
state of sulfi de minerals. The data were statistically treated 
using different parameters to test and assure their validity. 
The generation of ARD-ML under the geoclimatic condi-
tions of Mexico (semiarid) is also considered. By special 
request of the mining unit, who facilitated and fi nanced the 
sampling stage, the origin of the tailings considered in this 
study has been omitted. 

MATERIALS AND METHODS

In this work, two kinds of samples from the same 
mining unit were studied: the fi rst one was a representa-
tive composite sample obtained directly from the recent 
fl otation tailings of the concentration plant; the second 
sample was a composite sample collected from a historic 
tailings impoundment to a depth of 3 m, where there was 
no evidence of oxidization. Approximately 500 kg of each 
sample was collected.

Chemical and mineralogical characterization of each 
solid sample (recent and historic tailings) was performed 
before the leaching test. Mineralogical observations were 
carried out using a Leica DM EP polarization microscope 
and a Philips XL30 scanning electron microscope (SEM). 
Microanalyses were performed with an energy dispersion 
X-ray fl uorescence spectrometer (EDAX 4 Dix) coupled 
to the SEM. Particle size distribution of each sample was 
determined using Tyler series sieves and a Shimadzu SALD-
1100 size analyzer. 

The acid-base accounting (ABA) test is the most com-
monly used method to perform static tests to predict ARD-
ML. With this method, the balance between acid-producing 

análisis químicos de sólidos y lixiviados. La pirita (FeS2) es la fase mineral más abundante –y uno de los 
principales minerales promotores de DAR-LM–, seguida de la pirrotita (Fe1-xS) y arsenopirita (FeAsS). 
Los carbonatos se encuentran presentes como calcita (CaCO3) y en cantidades menores de ankerita 
[Ca(Fe,Mg)(CO3)2]. Se identifi có también la presencia de cuarzo y feldespatos en pequeñas cantidades. 
Los resultados de las pruebas estáticas, (cuantifi cación ácido-base: ABA) indicaron que tanto los jales 
históricos como los recientes tienen potencial de generación de DAR-LM (potencial de neutralización, 
PN <1). Las pruebas cinéticas fueron realizadas en celdas húmedas para simular la oxidación natural 
de muestras minerales primarias. En los lixiviados obtenidos se detectaron valores de pH cercanos a 
la neutralidad (4.5–7.9) y una limitada presencia de metales en solución. Sin embargo, las curvas de 
oxidación-neutralización sugieren que la capacitad de oxidación en ambas muestras es mayor que su 
capacidad de neutralización; además, la oxidación de sulfuros fue más signifi cativa en los jales históricos 
que en los recientes. La información obtenida, junto con las pruebas estadísticas (prueba F y t de Student), 
demostró que los jales tienen capacidad de generación de DAR-LM y que las características particulares 
de los jales históricos y recientes crearon condiciones distintas para la generación de DAR-LM.

Palabras clave: drenaje ácido de roca, lixiviación de metales, potencial de neutralización, pruebas 
cinéticas, pruebas estáticas, skarn de Pb-Zn-Ag.
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each solution used. 
Finally, the NP/AP ratio (known as the neutralization 

potential ratio: NPR), was used as the criterion to evalu-
ate the capacity of the material to generate acid drainage 
(Price et al., 1997). From this criterion, samples classifi ed 
as potentially ARD generators were submitted to the kinetic 
studies described below.

The kinetic tests followed the procedure of the 
American Society for Testing and Materials (ASTM, 
1996; Morin and Hutt, 1997) that uses humidity cells (HC) 
to simulate the natural oxidation of primary mineral sam-
ples. The leaching apparatus consisted of cylindrical cells 
(200 mm in diameter) containing 1 kg of mineral. An air 
inlet was located at the center of the cell top and a drain 
fi tting in the bottom of the cell. The cell was connected to 
a regulated source of compressed air (~5 L/min) through a 
1/2-inch diameter Tygon tubing. Humidifi ed air was gener-
ated in a 5-gallon glass carboy, which was half-fi lled with 
deionized water. The sample was leached once a week 
for 30 weeks with 0.5 L of simulated rainwater (distilled 
water with pH adjusted to 5.5 by the addition of purifi ed 
CO2). The procedure consisted of one day of leaching, fol-
lowed by three days of exposure to humidity conditions. 
Compressed air was fed directly to the HC (dry-air cycle 
for three days) or pumped fi rst to the carboy and then routed 
to the HC (humidifi ed-air cycle for four days). After each 
humidifi ed-air cycle, the sample was treated with 0.5 L of 
the simulated rain water and allowed to soak for 3 hours. 
The leachate (representing the water that fl owed through 
the mine tailings material) was collected in glass beakers, 
fi ltered through 0.45 μm micropore membranes, acidifi ed 
to pH=2, and stored at 4 ºC until analysis. All the glassware 
and plasticware were cleaned with detergent, soaked in 
0.12 M HCl, and rinsed with deionized water (Morin and 
Hutt, 1997). Humidity cells experiments were carried out 
by duplicate for both sample types. 

The pH of the leached solutions was measured with a 
Beckman Φ320 pH-meter. The elemental analyses of solid 
samples and leachates were carried out with a Varian Spectra 
AA 220 Atomic Absorption Spectrometer with fl ame, while 
arsenic was analyzed with an AAS Perkin Elmer 2380 
coupled with a hydride generator MHS-10. Analysis of a 
primary standard reference material (NIST-1643d) in each 
run were conducted as an internal quality control for the 
As analyses, achieving recoveries of 97%. Sulfate in the 
solutions was analyzed by the turbidimetric method in an 
UV-Visible Beckman DU-650 spectrophotometer, follow-
ing the method 4500-SO4

2- E. Detection limits for leachates 
analyses were not estimated, although this should be done 
in future using the methodology and criterions recently 
proposed by Verma and Santoyo (2005). 

To compare the chemical composition of the leachates 
obtained from samples of recent and historic tailings on an 
objective statistical basis, the F-ratio (two sides test) and 
the Student t-test (Verma, 2005) were applied. Common 
statistical parameters (number of data, mean, standard de-

(acid potential, AP), and acid-consuming (neutralizing) 
minerals (neutralization potential, NP) in a given sample 
can be determined. The acid potential (AP) was calculated 
from the sulfur content in sulfide, which was obtained 
through subtracting the sulfur content in sulfate from the 
total sulfur analyses. Analyses of total sulfur and sulfate of 
the tailings samples were carried out at the Sección Analítica 
del Centro de Investigación y Desarrollo Tecnológico de 
Servicios Industriales Peñoles, S.A. de C.V. (ISO 9001-200 
accredited). Total sulfur and total carbon were determined 
by sulfur/carbon analyzer Leco SC-244. Three reference 
samples were used in the analysis with a fi nal S recovery of 
98%. Sulfate was analyzed by the gravimetric conventional 
method using 10% BaSO4. 

To estimate the NP, the modifi ed method of Sobek 
(Morin and Hutt, 1997) was used on the samples before 
and after the leaching procedure described below. The fi rst 
part of the Sobek method consists in adding a few drops of 
25% HCl to 2 g of pulverized sample on a watch glass to 
observe the degree of reaction and to assign a fi zz rating 
as “none, slight, moderate, or strong fi zz”. This test is just 
qualitative (to observe the degree of reaction), not quantita-
tive, thus standard solutions were not required. Thereafter, 
approximately 2 g of pulverized sample were weighed in a 
250 mL conical fl ask, and approximately 90 mL of distil-
lated water were added. At the beginning of the test (time 
= 0), a volume of 1.0 N HCl (previously standardized with 
NaOH 1 N) was added according to the fi zz rating (Table 
1). The fl ask was placed on a shaking apparatus and main-
tained at room temperature. After two hours, the second 
1.0 N HCl quantity indicated in Table 1 was added. After 
24 hours, distilled water was added to the fl ask to make a 
volume of approximately 125 mL. The pH was measured 
and recorded, making sure that it is in the required range 
of 2 to 2.5. Finally, the content was titrated to a pH of 8.3 
with standardized 0.5 N NaOH. Acid consumed in the 
digestion of the neutralizing species was used to calculate 
the NP according to:

NP (kg CaCO3/t) = [((N x vol (ml) of HCl) - (N x vol (ml)  
  NaOH)) x 50] / [sample weight (g)]

 
where N is the normality of HCl or NaOH used in the di-
gestion and titration, respectively, and vol is the volume of 

Fizz rating Volume of 1.0 N HCl (ml)
At time = 0 hr At time = 2 hr

None 1.0 1.0

Slight 2.0 1.0

Moderate 2.0 2.0

Strong 3.0 2.0

Table 1. Volume of HCl added for various fi zz ratings in the modifi ed 
acid-base accounting procedure (ABA) for the determination of the neu-
tralization potential (Lawrence and Wang, 1997).



Méndez-Ortiz et al.164

Asp

Py
a)

Asp

Py

b)

Figure 1. Scanning electron microscopy images of mineral particles in 
waste samples before the leaching test in (a) recent tailings, and (b) historic 
tailings. Asp: arsenopyrite; Py: pyrite.

viation) for chemical analyses were computed; no outliers 
were detected when the criteria of Verma and Quiroz-Ruiz 
(2006a, 2006b) were applied. The F-ratio test was applied 
for a chemical SO4 accumulative amount (SO4 is one of 
the most important products of tailings alteration) for each 
group of recent and historic tailings to fi nd out which of 
the two hypotheses (H0 or H1) is true at 99% confi dence 
level. The null hypotheses (H0) is “the variances for recent 
and historic tailings are statistically equal”, whereas the 
alternative hypotheses (H1) is “the two variances are statisti-
cally different” thereby implying a two sided version of the 
F-test. If for a given SO4 accumulative, H0 was true, i.e., 
if there was no signifi cant differences at 99% confi dence 
level between the two variances (for recent and historic 
tailings), these two variances were combined to estimate the 
common variance, and the appropriate Student t-test was 
applied to fi nd out if the two means were statistically equal 
or signifi cantly different. Otherwise, if H1 was true, i.e., if 
the two variances differed signifi cantly at 99% confi dence 
level, these two variances could not be combined and the 
t-test was applied also at 99% confi dence level using the 
test statistic proposed for this purpose by Miller and Miller 
(2000). For more information about these methodologies 
see Verma (1997, 2005).

Table 2. Chemical composition of samples from recent anf historic mine 
tailings before the leaching tests.

RESULTS AND DISCUSSION

The chemical composition of samples from recent and 
historic tailings before the leaching tests is reported in Table 
2. Noteworthy are the As concentrations of 0.88 and 1.55 
wt.%, and the high concentrations of total sulfur (acidifying 
agent) and carbonates (neutralizing agent). 

With respect to the mineralogical characterization, 
pyrite (FeS2) is the most abundant sulfi de phase and the most 
important mineral in promoting ARD-LM generation. Minor 
amounts of pyrrhotite (Fe1-xS) and arsenopyrite (FeAsS) 
were identifi ed by SEM-EDAX. In spite of the low concen-
trations of arsenopyrite, its dissolution releases consider-
able amounts of arsenic, which is very important from the 
environmental point of view. The presence of carbonates is 
controlled by calcite (CaCO3) and lesser amounts of ankerite 
[Ca(Fe,Mg)(CO3)2]. In addition, smaller concentrations of 
quartz (SiO2) and feldspar (KAlSi3O8) were identifi ed. In the 
SEM images of mineral particles before leaching (Figures 1a 
and 1b), no oxidation evidences were observed in samples 
from both recent and historic tailings (clean surfaces). The 
size distribution analyses indicated that 80% (P80) of the 
particles in historic and recent tailings have sizes less than 
225 and 134 μm, respectively. The particle size infl uence 

Element Recent mine tailings Historic mine tailings

Au (mg/kg) 1.00 0.50

Ag (mg/kg) 26.45 38.50

Hg (mg/kg) <1.00 <1.00

As (%) 0.88 1.55

Fe (%) 22.58 15.06

Pb (%) 0.39 0.39

Cu (%) 0.10 0.11

Zn (%) 1.21 1.56

Cd (%) 0.010 0.013

Sb (%) <0.005 0.018

Mn (%) 0.159 0.154

Te (%) <0.003 <0.003

Bi (%) 0.008 0.008

SiO2 (%) 16.04 25.40

Al2O3 (%) 1.61 4.72

K2O (%) 0.46 3.73

CaO (%) 15.48 12.14

Na2O (%) 1.38 0.17

MgO (%) 1.10 0.66

CO3 (%) 14.20 12.11

SO4 (%) 0.27 0.83

S total (%) 21.40 15.97

C total (%) 3.15 2.59
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Recent tailings Historic tailings

Sample APa NPb NPRc ARD-ML potentiald

Samples before leaching

Recent tailings 776 280 0.36 Likely

Historic tailings 521 223 0.43 Likely

Samples after 30 weeks leaching in humidity cells

Recent tailings 766 232 0.30 Likely

Historic tailings 473 193 0.41 Likely

Table 3. Potential for acid rock drainage generation based on the acid-base 
accounting (ABA) analysis.

a AP: acid potential (kg CaCO3/ton of mineral); b NP: neutralization potential 
(kg CaCO3/ton of mineral); c NPR: neutralization potential ratio (NP/AP). 
d Screening criterion for identifi cation of potentially ARD-ML genera-
tion (ASTM 1996; Morin and Hutt, 1997): NPR < 1, likely; NPR = 1 to 
NPR < 2, possibly; NPR = 2 to NPR < 4, low; NPR ≤ 4, none.

Figure 2. Chemical evolution in the leachates of recent and historic tailings samples as a function of leaching time. a) pH; b) total dissolved Fe; c) Pb; 
d) Zn; e) Cu; and f) As, in mg/L.

the permeability in the tailings: larger particle sizes are as-
sociated with higher permeability and vice versa. 

The results of the ABA analyses of the samples before 
and after the leaching tests are presented in Table 3. This ta-
ble also includes the screening criterion for the identifi cation 
of potentially acid generating materials (Price et al., 1997). 
Recent and historic tailings samples had a NPR <1 before 
the leaching test, suggesting that those materials could 
potentially generate ARD-LM. To confi rm the capacity of 
ARD-LM generation of materials with a NPR <1, the ABA 
test needs to be complemented with further kinetic tests 
(Price et al., 1997). After 30 weeks of leaching in humid-
ity cells, recent and historic tailings samples maintained a 
NPR < 1. In both sample types, AP and NP decreased but 
not very signifi cantly. The kinetic test confi rms that those 
materials are ARD-ML generators. 
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preferential oxidation of the pyrrhotite prior than pyrite. 
Both minerals are semi-conductors (galvanic pairs) (Cruz 
et al., 2000). Pyrrhotite has a lower rest potential and a 
higher tendency to oxidation, whereas pyrite is galvanically 
more protected (lower tendency to oxidation) (Abramov y 
Avdohin, 1997). The circum-neutral pH values of the lea-
chates do not indicate the generation of acidity (oxidation 
processes), however, the heavy metals contents in solution 
indicate that dissolution processes (oxidation) have taken 
place. Thus, it can be considered that oxidation processes 
ocurred, but any acidity generated was neutralized by the 
high content of neutralizing elements in the system.

The historic tailings sample generated higher metal 

Figure 2 shows the chemical evolution for pH and 
total dissolved Fe, Pb, Zn, Cu and As in the leachates from 
the recent and historic tailings samples obtained from the 
kinetic tests (alteration in humidity cells). Results showed 
here are the media values of the duplicated samples; data 
are reported in Table 4 and 5 with the standard deviation 
[the data were rounded according to the criterion proposed 
by Bevington (1969), Bevington and Robinson (2003) and 
Verma (2005)]. In both tailings, the pH values of the leach-
ates (4.5–7.9) are not indicative of ARD-ML generation. 
The ARD-ML was probably produced, but the generated 
acid may have been neutralized by neutralizing agents like 
carbonates. This behavior could be associated mainly to a 

Table 4. Analyses of leachates from the kinetic tests (alteration in humidity cells) in the recent tailings sample. 

XX X X X X X X X

Week pH Fe Pb Zn Cu As SO4 Ca Mg
σ σ σ σ σ σ σ σ σ

1 6.64 0.20 0.07 0.01 0.24 0.01 37.5 6.4 0.06 0.01 0.0296 - 1.88 0.40 520 0 67.50 2.12

2 6.67 0.30 0.08 0.01 0.10 0.00 5.5 2.3 0.04 0.01 0.0198 0.0172 1.52 0.09 570 56 4.10 0.14

3 7.02 0.09 0.12 0.10 0.13 0.01 3.9 0.3 0.04 0.01 0.0199 0.0206 NA 515 21 5.30 0.99

4 6.88 0.06 0.06 0.00 0.13 0.03 4.3 0.6 0.04 0.00 0.0074 0.0026 NA 460 71 5.40 2.26

5 7.68 0.06 0.06 0.00 0.14 0.04 3.8 0.1 0.03 0.00 0.0087 0.0011 1.45 0.14 565 49 4.15 0.21

6 7.90 0.08 0.06 0.00 0.10 0.00 3.4 0.4 0.03 0.00 0.0235 0.0161 NA 540 0 3.55 0.78

7 7.69 0.00 0.01 0.01 0.24 0.11 10.3 9.5 0.07 0.04 0.0208 0.0095 NA 470 14 2.45 0.92

8 7.52 0.00 0.06 0.01 0.10 0.00 3.6 0.1 0.03 0.00 0.0154 0.0015 NA 515 7 1.04 0.51

9 6.54 0.11 0.06 0.00 0.10 0.00 3.8 0.1 0.04 0.01 0.0100 0.0010 NA 590 14 2.50 1.13

10 6.95 0.17 0.08 0.02 0.10 0.00 3.3 0.3 0.04 0.01 0.0112 0.0003 1.64 0.06 595 7 2.30 0.14

11 7.54 0.04 0.06 0.00 0.10 0.00 4.0 0.4 0.04 0.00 0.0102 0.0042 1.30 0.06 630 14 1.65 0.49

12 7.33 0.17 0.07 0.01 0.10 0.00 4.0 0.2 0.03 0.00 0.0090 0.0035 NA 560 0 1.50 0.42

13 7.28 0.05 0.13 0.10 0.14 0.06 8.2 7.4 0.04 0.01 0.0170 0.0176 NA 605 21 2.70 1.84

14 6.86 0.13 0.07 0.01 0.10 0.00 3.6 0.0 0.03 0.00 0.0108 0.0011 NA 565 7 1.12 0.68

15 6.68 0.08 0.06 0.00 0.10 0.00 3.0 0.4 0.03 0.00 0.0094 0.0032 1.32 0.04 590 14 2.60 0.14

16 6.91 0.01 0.32 0.27 0.24 0.06 3.6 0.1 0.04 0.01 0.0659 0.0679 NA 540 14 1.75 0.49

17 7.88 0.18 0.06 0.00 0.11 0.01 6.6 3.4 0.03 0.00 0.0090 0.0043 NA 570 14 1.25 0.07

18 7.68 0.23 0.06 0.00 0.10 0.01 4.0 0.8 0.03 0.00 0.0086 0.0045 NA 505 49 1.01 0.27

19 7.47 0.18 0.06 0.00 0.10 0.01 3.2 0.1 0.03 0.00 0.0078 0.0037 NA 490 14 2.45 0.07

20 7.45 0.20 0.06 0.00 0.10 0.00 3.7 0.7 0.03 0.00 0.0108 0.0021 1.24 0.32 555 64 1.65 0.07

21 7.27 0.03 0.06 0.00 0.12 0.02 2.7 1.0 0.03 0.00 0.0074 0.0044 NA 450 156 1.10 0.14

22 7.16 0.23 0.06 0.00 0.14 0.03 2.9 0.2 0.03 0.00 0.0080 0.0056 NA 420 113 0.65 0.01

23 7.03 0.31 0.14 0.12 0.12 0.02 4.4 1.8 0.03 0.00 0.0156 0.0061 NA 410 85 0.69 0.05

24 7.97 0.11 0.08 0.04 0.10 0.00 5.3 1.7 0.04 0.01 0.0087 0.0037 NA 410 137 1.23 0.18

25 7.18 0.04 0.06 0.00 0.10 0.00 2.2 0.1 0.03 0.00 0.0068 0.0033 0.64 0.18 292 83 0.55 0.09

26 7.44 0.17 0.10 0.06 0.10 0.00 2.1 0.0 0.04 0.01 0.0108 0.0003 NA 310 28 0.49 0.01

27 7.11 0.32 0.08 0.02 0.13 0.04 2.4 1.1 0.03 0.00 0.0118 0.0102 NA 295 78 0.67 0.04

28 7.28 0.23 0.06 0.00 0.10 0.00 1.2 0.1 0.03 0.00 0.0096 0.0046 NA 247 64 0.68 0.32

29 6.94 0.24 0.10 0.04 0.10 0.00 3.5 3.3 0.03 0.00 0.0105 0.0042 NA 235 55 0.87 0.47

30 6.95 0.13 0.10 0.05 0.10 0.00 1.3 0.1 0.03 0.00 0.0109 0.0010 0.41 0.03 277 132 0.95 0.21

NA: Not analyzed;    : media; σ: standard deviationX
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Week pH Fe Pb Zn Cu As SO4 Ca Mg
σ σ σ σ σ σ σ σ σ

1 6.94 0.06 0.10 0.05 0.81 0.13 40.5 9.2 0.04 0.01 0.0026 - 1.92 - 470 42 43.50 12.02

2 6.84 0.01 0.07 0.00 0.22 0.02 11.2 0.2 0.05 0.00 0.0034 0.0023 1.79 0.04 695 21 3.05 0.07

3 4.48 0.37 0.22 0.12 0.40 0.06 7.7 1.1 0.08 0.04 0.0214 0.0266 NA 685 35 4.30 0.42

4 5.94 1.07 0.11 0.04 0.49 0.25 7.7 1.1 0.06 0.02 0.0012 - NA 680 56 6.10 1.84

5 6.18 1.39 0.32 - 0.56 - 28.0 - 0.10 0.0027 - NA 670 8.10 -

6 7.51 0.11 0.08 0.01 0.32 0.06 6.7 0.8 0.05 0.01 0.0046 0.0022 1.51 625 7 7.60 4.8

7 7.44 0.13 0.07 0.01 0.32 0.08 7.6 3.6 0.05 0.01 0.0044 0.0014 NA 535 7 5.20 2.4

8 7.35 0.14 0.18 0.18 0.15 0.01 5.0 0.8 0.03 0.00 0.0051 0.0035 NA 525 7 1.85 0.64

9 6.84 0.11 0.06 0.00 0.13 - 5.1 1.8 0.04 0.01 0.0056 0.0002 NA 660 0 10.00 1.41

10 7.00 0.02 0.12 0.09 0.14 0.04 8.6 0.3 0.03 0.00 0.0183 0.0113 1.62 0.07 570 14 2.10 1.97

11 7.50 0.11 0.06 0.01 0.12 0.04 5.6 2.2 0.04 0.01 0.0082 0.0013 1.30 0.01 600 14 4.25 0.92

12 7.35 0.10 0.06 0.00 0.10 0.00 4.2 0.9 0.03 0.00 0.0049 0.0010 NA 580 14 4.95 0.92

13 5.95 1.80 0.07 0.01 0.19 - 10.8 2.1 0.03 0.00 0.0054 0.0010 NA 560 14 2.45 1.77

14 7.08 0.05 0.06 0.00 0.10 0.00 3.6 0.4 0.04 0.00 0.0052 0.0022 NA 475 35 2.80 0.42

15 7.08 0.04 0.06 0.00 0.10 0.00 3.8 0.5 0.03 0.00 0.0053 0.0005 1.06 0.23 465 78 8.05 5.59

16 7.05 0.04 0.15 0.10 0.18 0.04 4.6 0.7 0.03 0.00 0.0128 0.0059 NA 395 49 3.65 0.64

17 7.73 0.03 0.06 0.00 0.10 0.00 4.2 0.5 0.03 0.00 0.0046 0.0002 NA 390 85 3.35 0.78

18 7.56 0.06 0.06 0.00 0.10 0.00 2.8 0.1 0.03 0.00 0.0034 0.0005 NA 305 49 3.50 0.42

19 7.45 0.03 - - 0.10 0.00 2.8 0.6 0.03 0.00 0.0041 0.0001 NA 325 35 5.35 1.34

20 7.40 0.00 0.12 0.03 0.12 0.01 2.0 0.4 0.03 0.00 0.0210 0.0100 0.56 0.08 290 0 3.75 0.36

21 7.48 0.09 0.10 0.06 0.10 0.00 1.5 0.1 0.03 0.00 0.0142 0.0057 NA 188 16 3.90 0.56

22 7.38 0.19 0.06 0.00 0.10 0.00 1.3 0.5 0.03 0.00 0.0061 0.0011 NA 154 9 2.05 0.35

23 7.63 0.07 0.06 - 0.10 0.00 2.0 0.5 0.03 0.00 0.0057 0.0006 NA 138 5 2.25 0.78

24 7.92 0.05 0.08 0.02 0.10 - 3.8 0.3 0.03 0.00 0.0178 0.0089 NA 134 16 3.80 0.14

25 7.90 0.07 0.14 0.11 0.10 0.00 2.0 0.1 NA 0.0276 0.0152 0.16 0.01 690 85 1.40 0.28

26 7.80 0.20 0.08 0.04 0.10 0.00 2.4 0.1 0.03 0.00 0.0254 0.0084 NA 62 0 1.00 0.29

27 7.69 0.21 0.06 0.00 0.18 0.11 1.6 0.0 0.03 0.00 0.0212 0.0178 NA 103 40 1.10 0

28 7.76 0.18 0.20 0.25 0.10 0.01 1.0 0.1 0.03 0.00 0.0240 0.0111 NA 154 3 2.10 0.28

29 7.18 0.11 0.06 0.00 0.11 0.01 6.1 5.4 0.03 0.00 0.0132 0.0054 NA 131 18 2.10 0.28

30 7.11 0.06 0.10 0.06 0.10 0.00 2.0 0.5 0.03 0.00 0.0189 0.0006 0.20 0.01 542 620 1.75 0.07

XX X X X X X X X

NA: Not analyzed;    : media; σ: standard deviationX

concentrations (Fe, Pb, Zn and Cu) in solution than the 
recent tailings sample because its larger particle size al-
lowed more water infi ltration in the sample and thus more 
ARD-LM generation and metal dissolution.

In the fi rst week of leaching, the solutions had in-
creased contents of some metals, which can be explained 
by the presence in the samples of soluble salts generated 
during the drying and treatment of the sample (Cruz et al., 
2000). The highest Fe concentration in the leachates was 
0.32 mg/L, but most samples had Fe contents of around 
0.10 mg/L. In the recent tailings, the Pb concentration in 
solution decreased until reaching a stable level in the tenth 
week of leaching, maintaining a similar behavior for both 

samples in the last 12 weeks. The Zn concentration in so-
lution increased during the fi rst week of leaching for both 
tailings samples. Although leached Zn gradually decreased, 
it was the heavy metal found in higher concentrations in the 
leachates (up to 40 mg/L). Nevertheless, Zn concentrations 
in the leachates were relatively low, considering the Zn con-
tent in the samples (1.2 to 1.5 wt %). The Cu concentration 
in the leachates of the recent tailings was lower than 0.07 
mg/L, whereas the leachates of historic tailings had higher 
concentrations of this element (0.1 mg/L). 

The relatively low concentrations of metals in the 
leachates (except for Zn) could be related to processes of 
metal adsorption onto Fe oxy-hydroxides like ferryhidrite 

Table 5. Analyses of leachates from the kinetic tests (alteration in humidity cells) in the historic tailings sample. 
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[Fe(OH)3], and to the pH values (4.5–7.9) that favored 
their precipitation as metal oxides or hydroxides. In both 
recent and historic tailings, the As was dissolved to reach 
concentrations of 0.0012 to 0.07 mg/L. Arsenic concentra-
tions higher than 0.04 mg/L must be considered with special 
care, because this element is highly toxic and represents an 
environmental risk for natural waters. The current Mexican 
drinking water quality guideline for As is 0.03 mg/L (SA, 
1996). Besides, it should be considered that arsenic can stay 
in solution as HAsO4

2- at the neutral pH values measured in 
the leachates (Cruz et al., 2000).

Figure 3 shows the accumulative mass of sulfates 
(SO4) measured in leachates plotted versus the accumulative 
amount of calcium and magnesium (Ca + Mg) in mg/kg for 
both samples. In this plot, sulfate represents the main oxida-
tion products and the term (Ca + Mg) represents the main 
carbonate dissolution products. The obtained curves (called 
oxidation-neutralization curves) refl ect the geochemical 
evolution of the acidic and neutralization potentials dur-
ing the kinetic tests (Benzaazoua et al., 2001). The linear 
relation between the neutralizing and acidifi cation agents 
in the system suggests that sulfate production exceeds the 
neutralizing capacity in both samples (almost at a 2:1 ratio). 
Thus, the oxidation capacity in both samples is greater than 
the neutralizing capacity, with no signifi cant differences 
between both systems. The most striking difference is that, 
in the recent tailings, the accumulative concentration of Ca 
and Mg increases signifi cantly in the last three sampling 
points, reaching an apparent balance equivalent to the 
total neutralization of generated acid. This indicates that 
neutralization of recent tailings becomes greater than that 
of historic tailings at the end of the kinetic test.

Ca and Mg concentrations demonstrate the dissolution 
of neutralizing agents and the high sulfate concentrations are 
characteristic of the ARD-ML process. Results in Figure 3 
indicate that sulfi de oxidation is more important in historic 
than in recent tailings, even though Fe concentration in 
historic tailings (15.06 %) is less than that of recent tailings 

(22.58%). This result is attributed to a higher permeability 
related to the larger particle sizes in historic tailings; this  
allowed more diffusion of oxygen and water, the main agents 
that promote ARD-LM. 

In order to better understand the alteration effects, 
the chemical compositions of leachates from recent tailings 
were statistically compared to those of historic tailings. In 
both cases n = 9 (the samples analyzed for SO4). Results 
of the tests are presented in Table 6 and 7, which include 
the values for accumulative amount of SO4 and their mean, 
standard deviation, variances, number of samples and the 
parameters calculated for F-ratio test and Student-t test. In 
both tests, H0 is rejected and H1 is accepted, which means 
that “the two variances are statistically different” to a 99% 
confi dence level. This can be mainly related to the difference 
in the content of SO4 between both solid samples (0.27% 
in recent tailings and 0.23% in historic tailings), although 
the other factors mentioned before can play an important 
role in this differences (particle size, content of chemical 
neutralizing components).

Our results confi rmed the generation of ARD-ML in 
the mine residues analyzed, even though pyrite oxidation 
was not evident by the techniques used. They also demon-
strated that ARD-ML generation, and the oxidation of the 
less reactive sulfi de minerals (pyrrhotite, galena, sphalerite 
and arsenopyrite) promoted metal dissolution (Fe, Pb, Zn, 
Cu and As). The low metal concentrations in solution could 
be explained by the adsorption or precipitation of metal 
oxides or hydroxides at the circum-neutral pH of leachates. 
These conditions favor a continuous dissolution of arsenic, 
likely to cause environmental problems. The leaching of 
arsenic from this kind of residues could promote pollu-
tion of natural waters even in semiarid conditions as those 

Leaching cycle SO4 accumulative (mg/kg)
Recent tailings Historic tailings

1 1072 1382.4
2 1492.5 1837.4
5 1911 2323.4
10 2583 3029.9
11 2961 3378.2
15 3477 3756.45
20 3860.8 3931.45
25 4115.8 3995.45
30 4291.3 4089.95

n 9 9

Mean (⎯x ) 2862.7 3080.5

Std. dev. (s) 1175.9 1008.1

Variance 1382801 1016296

Table 6. Statistical parameters for accumulated SO4 for recent and historic 
tailings.
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Figure 3. Oxidation-neutralization curves for leachates obtained from the 
alteration of tailings samples in humidity cells (kinetic tests).
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existing in some historic sites in central and north Mexico 
where Pb-Zn-As skarn deposits were and are still mined 
(Buchanan et al., 1997; Castro et al., 1997).
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F-ratio test Student-t

 
  
                    

;  F > 1

F computed = 1.166 t computed = 0.4218
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Ttheoretical = 6.03 t theoretical = 3.355

Fcomputed < Ttheoretical t computed < t theoretical

H0 is rejected H0 is rejected

thus, alternative H1 is accepted thus, alternative H1 is accepted

Samples present signifi cant 
changes

Samples present signifi cant 
changes

recent

recent
2

historic

historic
2

recenthistoric

n
s

n
s

meanmean
t

+

−
=

recent

recent
2

historic

historic
2

recenthistoric

n
s

n
s

meanmean
t

+

−
=

recent
2
historic

2

s
sF =

recent
2
historic

2

s
sF =


